
Appendix D 

Lead Content of Dry Paint Film Samples Before Paint Removal by ICP-AES 

Lead Content 

Sam ple 

Site Location Date Sampled Number Substra te Technology :g/g mg/cm 2 

1-A 4/19/98 1-PC-A-01 Wood Torbo/Blastox 170,000 19.8 

1-B 4/19/98 1-PC-B-02 Wood Torbo/Blastox 180,000 16.9 

1-C 4/19/98 1-PC-C-03 Wood Torbo/Blastox 310,000 25.8 

2 4/19/98 2-PC-A-01 Wood Torbo/Blastox 260,000 34.7 

2 4/19/98 2-PC-A-02 Wood Torbo/Blastox 260,000 39.7 

2 4/19/98 2-PC-A-03 Wood Torbo/Blastox 260,000 51.6 

3-A 4/19/98 3-PC-A-01 Wood Torbo/PreTox 150,000 23.8 

3-B 4/19/98 3-PC-B-02 Wood Torbo/PreTox 150,000 19.8 

3-C 4/19/98 3-PC-C-03 Wood Torbo/PreTox 200,000 25.8 

4-A 4/19/98 4-PC-1-01 Wood Torbo/PreTox 170,000 11.9 

4-B 4/19/98 4-PC-3-03 Wood Torbo/PreTox 230,000 39.7 

4-C 4/19/98 4-PC-4-02 Wood Torbo/PreTox 330,000 31.7 

5-A 4/19/98 5-PC-2-01 Wood Torbo/Blastox 210,000 34.7 

5-B 4/19/98 5-PC-1-02 Wood Torbo/Blastox 140,000 17.9 

5-C 4/19/98 5-PC-4-03 Wood Torbo/Blastox 210,000 40.7 

6-A 4/19/98 6-PC-1-01 Wood Torbo/PreTox 180,000 13.9 

6-B 4/19/98 6-PC-2-02 Wood Torbo/PreTox 280,000 49.6 

6-C 4/19/98 6-PC-2-03 Wood Torbo/PreTox 200,000 9.1 

1 4/28/98 PC-PT-1-01 Brick Torbo/PreTox 56,000 2.0 

1 4/28/98 PC-PT-1-02 Brick Torbo/PreTox 62,000 3.2 

1 4/28/98 PC-PT-1-03 Brick Torbo/PreTox 45,000 2.7 

2 4/28/98 PC-B-2-01 Brick Torbo/Blastox 74,000 3.8 

2 4/28/98 PC-B-2-02 Brick Torbo/Blastox 20,000 1.3 

2 4/28/98 PC-B-2-03 Brick Torbo/Blastox 28,000 1.8 

3 4/28/98 PC-PT-3-01 Brick Torbo/PreTox 63,000 3.8 

3 4/28/98 PC-PT-3-02 Brick Torbo/PreTox 130,000 5.9 

3 4/28/98 PC-PT-3-03 Brick Torbo/PreTox 130,000 9.1 

4 4/28/98 PC-B-4-01 Brick Torbo/Blastox 94,000 0.4 

4 4/28/98 PC-B-4-02 Brick Torbo/Blastox 4,300 0.2 

4 4/28/98 PC-B-4-03 Brick Torbo/Blastox 60,000 2.8 

5 4/28/98 PC-PT-5-01 Brick Torbo/PreTox 77,000 4.9 

5 4/28/98 PC-PT-5-02 Brick Torbo/PreTox 24,000 1.7 

5 4/28/98 PC-PT-5-03 Brick Torbo/PreTox 59,000 1.8 

6 4/28/98 PC-B-6-01 Brick Torbo/Blastox 35,000 3.1 

6 4/28/98 PC-B-6-02 Brick Torbo/Blastox 29,000 1.5 

6 4/28/98 PC-B-6-03 Brick Torbo/Blastox 62,000 2.7 

69




Appendix E


Lead Content of Wood and Brick Substrates After Paint Removal by ICP-AES


Site Date Sam ple 

Location Sampled Number Substra te 

1-A 4/19/98 1-BS-A-01 Wood 

1-B 4/19/98 1-BS-B-02 Wood 

1-C 4/19/98 1-BS-C-03 Wood 

1-C 4/19/98 1-BS-C-04 Wood 

1-C 4/19/98 1-BS-C-05 Wood 

2 4/19/98 2-BS-A-01 Wood 

2 4/19/98 2-BS-A-02 Wood 

2 4/19/98 2-BS-A-03 Wood 

2 4/19/98 2-BS-A-04 Wood 

2 4/19/98 2-BS-A-05 Wood 

3-A 4/19/98 3-BS-A-01 Wood 

3-B 4/19/98 3-BS-A-02 Wood 

3-C 4/19/98 3-BS-A-03 Wood 

3-C 4/19/98 3-BS-C1-04 Wood 

3-C 4/19/98 3-BS-C2-05 Wood 

4-A 4/19/98 4-BS-1-01 Wood 

4-B 4/19/98 4-BS-4-02 Wood 

4-C 4/19/98 4-BS-4-03 Wood 

4-C 4/19/98 4-BS-1-04 Wood 

4-C 4/19/98 4-BS-2-05 Wood 

5-A 4/19/98 5-BS-2-01 Wood 

5-B 4/19/98 5-BS-1-02 Wood 

5-C 4/19/98 5-BS-4-03 Wood 

5-C 4/19/98 5-BS-3-04 Wood 

5-C 4/19/98 5-BS-4-05 Wood 

6-A 4/19/98 6-BS-4-01 Wood 

6-B 4/19/98 6-BS-3-02 Wood 

6-C 4/19/98 6-BS-2-03 Wood 

6-C 4/19/98 6-BS-1-04 Wood 

6-C 4/19/98 6-BS-4-05 Wood 

1 6/2/98 BS-PT-1-01 Brick 

1 6/2/98 BS-PT-1-02 Brick 

1 6/2/98 BS-PT-1-03 Brick 

1 6/2/98 BS-PT-1-04 Brick 

1 6/2/98 BS-PT-1-05 Brick 

5 6/2/98 BS-PT-5-01 Brick 

5 6/2/98 BS-PT-5-02 Brick 

5 6/2/98 BS-PT-5-03 Brick 

5 6/2/98 BS-PT-5-04 Brick 

5 6/2/98 BS-PT-5-05 Brick 

3 6/2/98 BS-PT-3-01 Brick 

3 6/2/98 BS-PT-3-02 Brick 

3 6/2/98 BS-PT-3-03 Brick 

3 6/2/98 BS-PT-3-04 Brick 

(continued) 

Technology 

Torbo/Blastox 

Torbo/Blastox 

Torbo/Blastox 

Torbo/Blastox 

Torbo/Blastox 

Torbo/Blastox 

Torbo/Blastox 

Torbo/Blastox 

Torbo/Blastox 

Torbo/Blastox 

Torbo/PreTox 

Torbo/PreTox 

Torbo/PreTox 

Torbo/PreTox 

Torbo/PreTox 

Torbo/PreTox 

Torbo/PreTox 

Torbo/PreTox 

Torbo/PreTox 

Torbo/PreTox 

Torbo/Blastox 

Torbo/Blastox 

Torbo/Blastox 

Torbo/Blastox 

Torbo/Blastox 

Torbo/PreTox 

Torbo/PreTox 

Torbo/PreTox 

Torbo/PreTox 

Torbo/PreTox 

Torbo/PreTox 

Torbo/PreTox 

Torbo/PreTox 

Torbo/PreTox 

Torbo/PreTox 

Torbo/PreTox 

Torbo/PreTox 

Torbo/PreTox 

Torbo/PreTox 

Torbo/PreTox 

Torbo/PreTox 

Torbo/PreTox 

Torbo/PreTox 

Torbo/PreTox 

Lead Content 

:g/g mg/cm 2 

6,000 0.30 

1,400 0.08 

5,100 0.53 

3,900 0.26 

7,900 0.38 

7,000 0.60 

15,000 0.85 

2,200 0.28 

490 0.05 

12,000 0.69 

2,500 0.21 

1,300 0.10 

140 0.01 

2,700 0.27 

2,100 0.18 

2,500 0.24 

12,000 0.76 

1,200 0.10 

2,000 0.16 

4,600 0.39 

7,900 0.52 

920 0.07 

1,500 0.07 

860 0.04 

210 0.02 

3,100 0.22 

1,800 0.07 

2,400 0.25 

45,000 2.68 

9000 0.61 

190 0.04 

20 0.005 

290 0.05 

4,300 1.39 

220 0.04 

170 0.04 

2,300 0.58 

6,000 0.74 

63 0.02 

180 0.06 

240 0.04 

88 0.02 

1,300 0.36 

250 0.05 

70




APPENDIX E (continued) 

Site Date Sam ple 

Location Sampled Number Substra te 

3 6/2/98 BS-PT-3-05 Brick 

6 6/2/98 BS-B-6-01 Brick 

6 6/2/98 BS-B-6-02 Brick 

6 6/2/98 BS-B-6-03 Brick 

6 6/2/98 BS-B-6-04 Brick 

6 6/2/98 BS-B-6-05 Brick 

4 6/2/98 BS-B-4-01 Brick 

4 6/2/98 BS-B-4-02 Brick 

4 6/2/98 BS-B-4-03 Brick 

4 6/2/98 BS-B-4-04 Brick 

4 6/2/98 BS-B-4-05 Brick 

2 6/2/98 BS-B-2-01 Brick 

2 6/2/98 BS-B-2-02 Brick 

2 6/2/98 BS-B-2-03 Brick 

2 6/2/98 BS-B-2-04 Brick 

2 6/2/98 BS-B-2-05 Brick 

Technology 

Torbo/PreTox 

Torbo/Blastox 

Torbo/Blastox 

Torbo/Blastox 

Torbo/Blastox 

Torbo/Blastox 

Torbo/Blastox 

Torbo/Blastox 

Torbo/Blastox 

Torbo/Blastox 

Torbo/Blastox 

Torbo/Blastox 

Torbo/Blastox 

Torbo/Blastox 

Torbo/Blastox 

Torbo/Blastox 

Lead Content 

:g/g mg/cm 2 

1,600 0.42 

260 0.04 

320 0.07 

150 0.04 

1,400 0.30 

1,800 0.15 

130 0.03 

92 0.02 

540 0.09 

450 0.06 

1,400 0.59 

2,800 0.28 

320 0.04 

490 0.11 

510 0.08 

1,300 0.15 
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Appendix F 

TCLP for Lead in Abrasive Media Debris from Removal of Lead-Based Paint from Wood 

Leachable Lead Extract Solution 

Sample Number Substra te Technology mg/L pH 1 pH 2 

Site Date 

Location Sampled 

1 4/19/98 1-BD-B-01 Wood Torbo/Blastox 3.7 NRa NR 

1 4/19/98 1-BD-B-02 Wood Torbo/Blastox 21.0 NR NR 

2 4/20/98 2-BD-B-01 Wood Torbo/Blastox 26.0 NR NR 

2 4/20/98 2-BD-B-02 Wood Torbo/Blastox 4.9 NR NR 

5 4/20/98 5-BD-B-01 Wood Torbo/Blastox 20.0 NR NR 

5 4/20/98 5-BD-B-02 Wood Torbo/Blastox 52.0 NR NR 

3 4/21/98 3-BD-PT-01 Wood Torbo/PreTox 1.0 NR NR 

3 4/21/98 3-BD-PT-02 Wood Torbo/PreTox 21.0 NR NR 

3 4/21/98 3-BD-PT-03 Wood Torbo/PreTox 1.2 NR NR 

4 4/22/98 4-BD-PT-01 Wood Torbo/PreTox 37.0 NR NR 

4 4/22/98 4-BD-PT-02 Wood Torbo/PreTox 32.0 NR NR 

4 4/22/98 4-BD-PT-03 Wood Torbo/PreTox 20.0 NR NR 

6 4/22/98 6-BD-PT-01 Wood Torbo/PreTox 3.0 NR NR 

6 4/22/98 6-BD-PT-02 Wood Torbo/PreTox 18.0 NR NR 

6 4/22/98 6-BD-PT-03 Wood Torbo/PreTox 0.3 NR NR 

3, 4, 6 6/11/98 D1-PT-W OT-1 Wood Torbo/PreTox 21.0 9.85 3.77 

3, 4, 6 6/11/98 D1-PT-W OT-2 Wood Torbo/PreTox 21.0 10.39 1.90 

3, 4, 6 6/11/98 D1-PT-W T-1 Wood Torbo/PreTox 0.1 11.14 9,95 

3, 4, 6 6/11/98 D2-PT-W OT-1 Wood Torbo/PreTox 26.0 10.49 1.94 

3, 4, 6 6/11/98 D2-PT-W OT-2 Wood Torbo/PreTox 28.0 10.56 1.88 

3, 4, 6 6/11/98 D2-PT-W T-1 Wood Torbo/PreTox 0.1 11.16 2.60 

3, 4, 6 6/11/98 D3-PT-W OT-1 Wood Torbo/PreTox 1.1 10.42 2.01 

3, 4, 6 6/11/98 D3-PT-W OT-2 Wood Torbo/PreTox 1.5 10.40 1.96 

3, 4, 6 6/11/98 D3-PT-W T-1 Wood Torbo/PreTox <0.1 11.03 2.36 

3, 4, 6 6/11/98 D4-PT-W OT-1 Wood Torbo/PreTox 3.4 10.18 1.91 

3, 4, 6 6/11/98 D4-PT-W OT-2 Wood Torbo/PreTox 1.7 10.31 2.40 

1, 2, 5 6/11/98 D1-B-W OT-1 Wood Torbo/Blastox 24.0 10.23 1.83 

1, 2, 5 6/11/98 D1-B-W OT-2 Wood Torbo/Blastox 16.0 10.35 1.88 

1, 2, 5 6/11/98 D1-B-W T-1 Wood Torbo/Blastox 25.0 11.19 3.99 

1, 2, 5 6/11/98 D2-B-W OT-1 Wood Torbo/Blastox 29.0 10.54 1.92 

1, 2, 5 6/11/98 D2-B-W OT-2 Wood Torbo/Blastox 18.0 10.56 1.85 

1, 2, 5 6/11/98 D2-B-W T-1 Wood Torbo/Blastox 38.0 11.30 2.66 

1, 2, 5 6/11/98 D3-B-W OT-1 Wood Torbo/Blastox <0.1 11.07 1.95 

1, 2, 5 6/11/98 D3-B-W OT-2 Wood Torbo/Blastox 0.3 10.77 1.81 

1, 2, 5 6/11/98 D3-B-W T-1 Wood Torbo/Blastox 0.2 11.40 5.89 

1, 2, 5 6/11/98 D4-B-W OT-1 Wood Torbo/Blastox 7.0 10.78 2.77 

1, 2, 5 6/11/98 D4-B-W OT-2 Wood Torbo/Blastox 5.9 10.35 2.19 

a NR denotes that the pH of the extract solution was not reported. 
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Appendix G


TCLP for Lead in Abrasive Media Debris from Remov al of Lead-Based Paint from Brick


Leachable Lead Extract Solution 

Site Date Sam ple 

Location Sampled Number Substra te Technology mg/L pH 1 pH 2 

6/2/98 BD-1-PT-1 Brick Torbo/PreTox 0.2 10.30 3.53 

6/2/98 BD-1-PT-2 Brick Torbo/PreTox 2.0 10.40 7.15 

5/29/98 BD-2-B-1 Brick Torbo/Blastox 10.0 10.37 2.11 

5/29/98 BD-2-B-2 Brick Torbo/Blastox 8.7 10.38 2.00 

6/1/98 BD-3-PT-1 Brick Torbo/PreTox 19.0 10.34 2.24 

6/1/98 BD-3-PT-2 Brick Torbo/PreTox 20.0 10.33 2.33 

5/30/98 BD-4-B-1 Brick Torbo/Blastox 7.8 10.66 2.04 

5/30/98 BD-4-B-2 Brick Torbo/Blastox 3.9 10.58 1.86 

6/1/98 BD-5-PT-1 Brick Torbo/PreTox 1.6 10.48 5.54 

6/1/98 BD-5-PT-2 Brick Torbo/PreTox 5.5 10.47 5.20 

5/31/98 BD-6-B-1 Brick Torbo/Blastox 7.9 10.71 2.38 

5/31/98 BD-6-B-2 Brick Torbo/Blastox 8.7 10.73 2.32 
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Appendix H


Personal and Area Air Concentrations of Lead Measured During Removal


of Lead-Based Paint from Wood and Brick Substrates


Site Date 

1 4/19/98 

1 4/19/98 

1 4/19/98 

2 4/20/98 

2 4/20/98 

2 4/20/98 

2 4/20/98 

3 4/22/98 

3 4/22/98 

3 4/22/98 

3 4/22/98 

3 4/22/98 

4 4/21/98 

4 4/21/98 

4 4/21/98 

4 4/21/98 

4 4/21/98 

5 4/20/98 

5 4/20/98 

5 4/20/98 

5 4/20/98 

5 4/20/98 

6 4/22/98 

6 4/22/98 

6 4/22/98 

6 4/22/98 

6 4/22/98 

1 6/2/98 

1 6/2/98 

1 6/2/98 

1 6/2/98 

1 6/2/98 

1 6/2/98 

1 6/2/98 

2 5/29/98 

2 5/29/98 

2 5/29/98 

2 5/29/98 

2 5/29/98 

2 5/29/98 

2 5/29/98 

2 5/29/98 

(continued) 

Sam ple Sam ple 8-hr 

Sam ple 

Number 

Sam ple 

Type Substra te Technology 

Period 

(Hours) 

Volume 

(Liters) 

Air Level 

(:g/m 3) 

TWA 

(:g/m 3) 

1-OP-01 Personal Wood Torbo/Blastox 3.53 424 230 101 

1-OA-01 Area Wood Torbo/Blastox 4.05 486 82 42 

1-OA-02 Area Wood Torbo/Blastox 4.08 490 63 32 

2-OP-2 Personal Wood Torbo/Blastox 3.83 460 180 86 

2-OA-03 Area Wood Torbo/Blastox 3.67 440 41 19 

2-OA-04 Area Wood Torbo/Blastox 3.67 440 16 7 

2-OA-05 Area Wood Torbo/Blastox 3.67 440 64 29 

3-OP-01 Personal Wood Torbo/PreTox 4.08 490 170 87 

3-OA-01 Area Wood Torbo/PreTox 4.67 560 41 24 

3-OA-02 Area Wood Torbo/PreTox 4.67 560 59 34 

3-OA-03 Area Wood Torbo/PreTox 4.67 560 63 37 

3-OA-04 Area Wood Torbo/PreTox 4.67 560 32 19 

4-OP-01 Personal Wood Torbo/PreTox 5.75 690 48 35 

4-OA-01 Area Wood Torbo/PreTox 6.20 744 19 15 

4-OA-02 Area Wood Torbo/PreTox 6.20 744 67 52 

4-OA-03 Area Wood Torbo/PreTox 6.20 744 50 39 

4-OA-04 Area Wood Torbo/PreTox 6.20 744 9.8 8 

5-OP-01 Personal Wood Torbo/Blastox 5.42 650 37 25 

5-OA-01 Area Wood Torbo/Blastox 5.25 630 10 7 

5-OA-02 Area Wood Torbo/Blastox 5.25 630 51 33 

5-OA-03 Area Wood Torbo/Blastox 5.25 630 16 11 

5-OA-04 Area Wood Torbo/Blastox 5.08 610 8.5 5 

6-OP-01 Personal Wood Torbo/PreTox 5.42 650 65 44 

6-OA-01 Area Wood Torbo/PreTox 5.42 650 38 26 

6-OA-02 Area Wood Torbo/PreTox 5.42 650 32 22 

6-OA-03 Area Wood Torbo/PreTox 5.42 650 46 31 

6-OA-04 Area Wood Torbo/PreTox 5.42 650 26 18 

P-OP-1-01 Personal Brick Torbo/PreTox 4.67 585 140 82 

P-HP-1-02 Personal Brick Torbo/PreTox 3.95 488 140 69 

A-R-1-01 Area Brick Torbo/PreTox 4.80 1,492 8.7 5 

A-R-1-03 Area Brick Torbo/PreTox 4.80 1492 4.7 3 

A-G-1-01 Area Brick Torbo/PreTox 4.77 1,481 68 41 

A-G-1-02 Area Brick Torbo/PreTox 4.75 1476 11 7 

A-G-1-03 Area Brick Torbo/PreTox 4.63 1,440 90 52 

P-OP-2-01 Personal Brick Torbo/Blastox 5.33 640 66 44 

P-HP-2-02 Personal Brick Torbo/Blastox 4.37 640 38 21 

A-R-2-01 Area Brick Torbo/Blastox 5.08 1,580 1.5 1 

A-R-2-02 Area Brick Torbo/Blastox 5.10 1,585 0.76 0 

A-R-2-03 Area Brick Torbo/Blastox 5.12 1,590 3.2 2 

A-G-2-01 Area Brick Torbo/Blastox 5.03 1,594 77 48 

A-G-2-02 Area Brick Torbo/Blastox 5.05 1,570 31 20 

A-G-2-03 Area Brick Torbo/Blastox 5.07 1,575 76 48 
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APPENDIX H (continued) 

Sam ple Sam ple 

Site Date Number Type Substra te Technology 

3 6/1/98 P-OP-3-01 Personal Brick Torbo/PreTox 

3 6/1/98 A-R-3-01 Area Brick Torbo/PreTox 

3 6/1/98 A-R-3-03 Area Brick Torbo/PreTox 

3 6/1/98 A-G-3-01 Area Brick Torbo/PreTox 

3 6/1/98 A-G-3-02 Area Brick Torbo/PreTox 

3 6/1/98 A-G-3-03 Area Brick Torbo/PreTox 

4 5/30/98 P-OP-4-01 Personal Brick Torbo/Blastox 

4 5/30/98 P-HP-4-02 Personal Brick Torbo/Blastox 

4 5/30/98 A-R-4-01 Area Brick Torbo/Blastox 

4 5/30/98 A-R-4-02 Area Brick Torbo/Blastox 

4 5/30/98 A-R-4-03 Area Brick Torbo/Blastox 

4 5/30/98 A-G-4-01 Area Brick Torbo/Blastox 

4 5/30/98 A-G-4-02 Area Brick Torbo/Blastox 

4 5/30/98 A-G-4-03 Area Brick Torbo/Blastox 

5 6/1/98 P-OP-5-01 Personal Brick Torbo/PreTox 

5 6/1/98 P-OP-5-02 Personal Brick Torbo/PreTox 

5 6/1/98 A-R-5-01 Area Brick Torbo/PreTox 

5 6/1/98 A-R-5-02 Area Brick Torbo/PreTox 

5 6/1/98 A-R-5-03 Area Brick Torbo/PreTox 

5 6/1/98 A-G-5-01 Area Brick Torbo/PreTox 

5 6/1/98 A-G-5-02 Area Brick Torbo/PreTox 

5 6/1/98 A-G-5-03 Area Brick Torbo/PreTox 

6 5/31/98 P-OP-6-01 Personal Brick Torbo/Blastox 

6 5/31/98 P-OP-6-02 Personal Brick Torbo/Blastox 

6 5/31/98 A-R-6-01 Area Brick Torbo/Blastox 

6 5/31/98 A-R-6-02 Area Brick Torbo/Blastox 

6 5/31/98 A-R-6-03 Area Brick Torbo/Blastox 

6 5/31/98 A-G-6-01 Area Brick Torbo/Blastox 

6 5/31/98 A-G-6-02 Area Brick Torbo/Blastox 

6 5/31/98 A-G-6-03 Area Brick Torbo/Blastox 

Sam ple Sam ple 8-hr 

Period Volume Air Level TWA 

(Hours) (Liters) (:g/m 3) (:g/m 3) 

4.77 586 120 72 

4.67 1,450 4.3 3 

4.67 1,450 1.4 1 

4.42 1,373 130 72 

4.40 1,368 50 28 

4.38 1,362 120 66 

4.10 492 96 49 

4.10 492 150 77 

4.10 1,274 1.3 1 

4.12 1,279 1.1 1 

4.15 1,290 4.4 2 

4.05 1,259 21 11 

4.02 1,248 16 8 

4.00 1,243 130 65 

5.75 683 120 86 

5.75 697 140 101 

5.28 1,642 2.6 2 

5.30 1,647 9.1 6 

5.32 1.652 3.3 2 

5.70 1,772 31 22 

5.72 1,777 16 11 

5.75 1,787 110 79 

6.92 834 84 73 

6.92 838 170 147 

7.85 2,440 2 2 

7.87 2,445 1.6 2 

7.87 2,445 13 13 

7.68 2,388 150 144 

7.7 2,393 9.2 9 

7.7 2,393 6.3 6 
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Appendix I


Particle Size Distribution of Lead Particulate Measured 


Using a Cascade Impactor on Operator During Paint Removal from Brick


Site Date Sampled Sample Number Impactor Stage Air Volume (Liters) Lea d Lev el (:g/m 3) 

1 6/2/98 CI-1-1 One 510 45 

1 6/2/98 CI-1-2 Two 510 39 

1 6/2/98 CI-1-3 Three 510 69 

1 6/2/98 CI-1-4 Four 510 1 

1 6/2/98 CI-1-5 Five 510 41 

1 6/2/98 CI-1-6 Six 510 11 

1 6/2/98 CI-1-7 Seven 510 2 

1 6/2/98 CI-1-8 Eight 510 0.6 

1 6/2/98 CI-1-F Final 510 0.6 

3 6/1/98 CI-1-1 One 561 4.6 

3 6/1/98 CI-1-2 Two 561 52 

3 6/1/98 CI-1-3 Three 561 62 

3 6/1/98 CI-1-4 Four 561 27 

3 6/1/98 CI-1-5 Five 561 27 

3 6/1/98 CI-1-6 Six 561 16 

3 6/1/98 CI-1-7 Seven 561 2.9 

3 6/1/98 CI-1-8 Eight 561 1 

3 6/1/98 CI-1-F Final 561 0.5 
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